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Annomayusn. Ilpeocmaenenvt pe3yiomamol u36ie4eHUs dicene3d, meou u O1a2opoOHbIX MEemailo8 U3
MBEPOLIX OMX0008 (KeK08) CO008020 BbIWENAUUBAHUSL 0OOHCHCEHHO20 MOIUOOEHOBO20 NPOMIPOOVKMA.
I1o oannvim UCII-cnekmpockonuu u P@A kex cooepocum Mo, Re, Cu, Fe u op.; ycmanoenenv ghazvl
Fe(OH)s'nH:0, M0O:/Mo0Os, MoS:, a maxace monuboammusie coedunenusi (CuMoO., ZnMoO,, CaMoO,,
PbMoO., Fe:(M004);). Kex menxkooucnepcen (0o 95% <0,074 mm), ¢ yoervnvim secom ~1,33 m/m* u
CabbIMU  MACHUMHBIMU  C8OUCMBAMU, 00YCI08NEHHLIMU UOPAMUPOBAHHBIMU OKCUOAMU  dcenesd.
Paspabomana u anpobuposana cxema MOKpOU MAZHUMHOU cenapayuu ¢ NO3MANHbIM NOBbIULEHUEM
macHumuou unoykyuu, oodasnenuem 0,5-0,8% maenemumosvix uyacmuy (0715 NOOMACHUYUBAHUS
cnabomacHumuwix  3eper) u ~I1 2/m  noauakpunamuda. Ilonyuen macHumHbLL KOHYeHmpam ¢
cooepxcanuem Fe 26-27% npu cnuocenuu CU 0o ~0,05% u Mo oo ~0,2%, nemaenumnasn paxyus
obocawena Mo (~5,2%) u Cu (~2,4%) u nanpasnsiemcsa Ha nocieoyiouyro 2uOpOMemaiiypeudecKkyio
nepepabomky (useneuenue meou u O1A20POOHLIX Memalios). MamepuanvHulli 6aANIAHC U UCNBIMAHUS
NOKA3AAU MEXHONOSUYECKYI0 Peaiu3yeMocmb U CeleKMUBHOCHb Npediazaemoco nooxood Os
KOMNAEKCHOU YMULUZAYUU KEKOB BbIUYeNAUUBAHUS.

Kniouesvie cnosa: 0002cocénHblll MOAUOOEHOBBILL NPOMNPOOYKM, CO0080€ Gblujeauu8aHue, Kex,
MOKPAsl MACHUMHAS CENApayUsl, MAeHEMumosvle 4acmuybl, NOJUAKPUIAMUO, HCENEe3HbII KOHYEHMPAam,
HeMazHUMHAs Qpaxyus, uzeieyerue meou, 61a20pooHvle Memaivl, KOMNIEKCHAs nepepabomKa.

KUYDIRILGAN MOLIBDEN ORALIQ MAHSULOTINI TANLAB
ERITISHNING QATTIQ CHIQINDILARIDAN MIS, TEMIR VA
QIMMATBAHO METALLARNI AJRATIB OLISHNI TADQIQ QILISH
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Annotatsiya: Kuydirilgan molibden oralig mahsulotini sodali tanlab eritishning gattiq chigindilari
(keklar) dan temir, mis va gimmatbaho metallarni ajratib olish natijalari keltirilgan. 1Q-spektroskopiya
va RFA ma’lumotlariga ko ‘ra, kek tarkibida Mo, Re, Cu, Fe va boshqalar mavjud; Fe (OH)3-nH>0,
MoO./Mo0s, MoS; fazalari, shuningdek, molibdat birikmalari (CuMoQO4, ZnMo0Os, CaM0Q4, PbMo0O4,
Fe2(M004)3) aniglangan. Kek mayda dispers (95% <0,074 mm gacha), solishtirma og ‘irligi ~1,33 t/m*
va gidratlangan temir oksidlari tufayli kuchsiz magnit xususiyatlarga ega. Magnit induksiyasini
bosgichma-bosqgich oshirib, 0,5-0,8% magnetit zarrachalari (kuchsiz magnitlangan zarrachalarni
magnitlash uchun) va ~1 g/t poliakrilamid qo ‘shib nam magnitli separatsiyalash sxemasi ishlab chiqildi
va sinovdan o ‘tkazildi. Tarkibida Fe 26-27% bo ‘Igan magnit konsentrati olindi, bunda Cu ~0,05% gacha
va Mo ~0,2% gacha kamaytirildi; nomagnit fraksiya Mo (~5,2%) va Cu (~2,4%) bilan boyitildi va keyingi
gidrometallurgik gayta ishlashga (mis va nodir metallarni ajratib olish) yuborildi. Moddiy balans va
sinovlar tanlab eritish keklarini kompleks utilizatsiya gilish uchun taklif etilayotgan yondashuvning
texnologik amalga oshirilishi va selektivligini ko ‘rsatdi.

Kalit so‘zlar: kuydirilgan molibden oralig mahsuloti, sodali tanlab eritish, kek, nam magnitli
separatsiya, magnetit zarralari, poliakrilamid, temir konsentrati, nomagnit fraksiya, misni ajratib olish,
nodir metallar, kompleks gayta ishlash.
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Abstract. The results of the extraction of iron, copper, and precious metals from solid waste (cakes) of
soda leaching of calcined molybdenum intermediate product are presented. According to IR spectroscopy
and RFA data, the cake contains Mo, Re, Cu, Fe, etc.; Fe(OH)3-nH.0, M0oO2/M0o0O3, MoS> phases, as
well as molybdate compounds (CuMoOs, ZnMoO4, CaMo00O4, PbM00Q4, Fe2(M0Q4)3) were identified. The
cake is finely dispersed (up to 95% <0.074 mm), has a specific gravity of ~1.33 t/m?, and weak magnetic
properties due to hydrated iron oxides. A scheme of wet magnetic separation with a gradual increase in
magnetic induction with the addition of 0.5-0.8% of magnetite particles (for magnetization of weakly
magnetized particles) and ~1 g/t of polyacrylamide was developed and tested. A magnetic concentrate
with a Fe content of 26-27% was obtained, in which Cu was reduced to ~0.05% and Mo to ~0.2%; the
non-magnetic fraction was enriched with Mo (~5.2%) and Cu (~2.4%) and sent for further
hydrometallurgical processing (extraction of copper and rare metals). Material balance and tests have
shown the technological feasibility and selectivity of the proposed approach to the integrated disposal of
leaching cakes.

Keywords: calcined molybdenum intermediate, soda leaching, cake, wet magnetic separation, magnetite
particles, polyacrylamide, iron concentrate, non-magnetic fraction, copper extraction, rare metals,
complex processing.
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BBenenune. B  COBpEeMEHHBIX  YCIOBHAX
WHTCHCU(PHUKAIIUU [IBETHOH METAUTYPTUU U POCTa
00bEMOB  mepepabOTKH  MOJIMOECHCOAePKAIIETO
CBIpBsl 0c000O€ 3HAUYeHHE TpHoOperaeT mpobiema
paloHaIbHOTO MCIOJIb30BaHUS OTXOJIOB
NpOM3BOJICTBA. B mporecce comoBOro BbIIIeNa-
YUBaHUS OO0O0XKEHHOTO MOJIMOIEHOBOTO IMPOM-
POIYKTa 00pa3yroTcs TBEPIBIE OCTATKH — KEKH,
coJiepiKallfe 3HAYUTEIbHOE KOJMYECTBO IICHHBIX
KOMIIOHCHTOB: Kelle30, MEllb, PEHUU, a TaKKe
0JIaropoJiHBIE METAIBI  (30JI0TO H  cepedpo).
TpaauIIMOHHO TaKHe OTXOJABI PACCMATPUBAIOTCS
KaK  MaJOIEepCIeKTUBHbIE NI  BTOPUYHOM
nepepaboTKH, OJHAKO COBPCMCHHBIC  aHAJU-
TUYECKHE U TEXHOJIOTHYECKHUE METOJbI MO3BOJISIIOT
paccMaTpuBaTh WX KaK BAKHBIA UCTOYHHUK PEIKHUX
U I[BETHBIX METAJIJIOB.

OnHOM W3 aKTyalmbHBIX 3a7ad  SIBJIACTCS
pa3paboTka 3 PEKTUBHBIX CITOCOOOB CEIEKTUBHOTO
W3BIICUCHHS JKelie3a, MeOu U OJaropoaHbBIX
METAJIJIOB M3 TBEPABIX OCTATKOB BBIIIECTAYHBAHMUS,
o0ecTeynBaIUX KOMIUIEKCHYIO — TepepaboTKy
CBIPbSl U CHIDKEHHE SKOJOTMUYECKON Harpy3kKu Ha
OKPY’KaOIIYIO cpeny. Oco0bIit HWHTEpeC
MPEJCTaBIsIeT MPUMEHEHHE MOKPOil MAarHUTHOIM
cemapaimum ¢ JJ00aBJICHUEM MarHETUTOBBIX YACTHI]
U (IIOKYJIIHTOB, YTO TIO3BOJISIET pa3aensaTh Gasbl 1o
MarHUTHBIM ~ CBOWCTBAM H  KOHIICHTPAIUH
JKEJIe30COIePIKALUX COSTUHEHUH.

B macrosmielr pabore paccMmaTpuBarOTCA
pe3yNnbTaThl HMCCIEAOBAHUN MO  OIpENeTICHHUIO
COCTaBa KCKOB, H3yUCHUIO UX (PU3UKO-XHMHUYECKUX
CBOMCTB M pa3pabOTKe TEXHOJOTHMYECKON CXEMBbI
U3BJICUCHMS Kelie3a, MeIu W OJaropoiaHbIX
MeTaisioB. [lonydeHHbIe JaHHBIE CITy»aT OCHOBOM
JUISL COBEPIIIEHCTBOBAHUS TIPOIECCOB BTOPHYHOM
nepepadOTKH  OTXOJOB MOJUOJEHOBOTO MpPOM3-
BOJICTBA W IIOBBIMICHUS KOMIUIEKCHOCTH HCIIOJIb-
30BaHUS MUHEPATHHBIX PECYpPCOB.

Marepuanasl u Mmeroabl. [Ipu comoBoMm
BBIIIIETAYMBAHUNA OO00MOKEHHOTO MOJIUOIEHOBOTO
MPOMITPOJYKTa 00pa3yeTcss KeK, B KOTOPOM
conepxkurcs Mo, Re, Fe, Cu, Au, Ag u TBepaas
4acTh HEBHIIEIAYeHHOTO OrapKa.

Anammzamun  MCII - cnekTpockonuu
YCTaHOBJICHO, 4TO KeK coaepkHuT (B, %): 33,98 Mo,
(B T.u. 2,1 oxucnennoro u 2,7 cynepumnnoro); 1,2
Cu; 0,03 Re; 0,24 W, a Taxxe 9,5 Fe; 4,3 SiOg;
caennl AS, P; u 42 (1 BbIlIe) BJIary.

PesynapTaramu peHTreHo(a3oBbIX aHAIU30B
ompesneneHbl  (GOPMbI  HAXOXKJICHUS OCHOBHBIX
komroHeHToB B keke: Fe(OH)3¢30H.0, MoOg,
MoOsz, MoSz, CuMoOs, ZnMoO4, CaMoOs,
PbMo00Os, Fe2(M004)3, a Takke agacopOupoBaHHBIE
Ha TUIPOKCHIE Kere3a GOopMbl Meau, MO0/ IeHa,
BoJIb(pama.

HccnenoBanusiMi  yCTaHOBJIEHO, YTO KEK
uMeeT cinabble MarHUTHBIE CBOWMCTBA U YIEJIbHBIN
Bec cocrasnser 1,33 1/M°. JlaHHBIE CBOMCTBA Keka
UCIIONIb30BAaHbl il pa3paboTKU  TEXHOJOTUH
W3BJICYEHHUS JKeJle3a METOJIOM MOKPOW MarHUTHOU
cemapalid B COYETAHUM  TPAaBUTAIMOHHBIM
oboramienuem [1; c. 417].

MarnutHas cemapanus — cemnapamus JIBYyX
MaTepuaioB, OCHOBAHHAs HA UX pa3JIeJICHUU IO
MarHuTHeIM cBoicTBaM [2]. Kpome MarHUTHBIX
CHUJI, HA YaCTHUIIbI ACHUCTBYIOT CHJIA TSKECTH U CHIIBI
BBITAJIKUBAHHUSI U  CONPOTHBICHUS CpEIbl, B
KOTOpPYIO TIOMEIIATCs 3€pHa (€€ IJIOTHOCTb,
BA3KOCTb, CMaUMBAaE€MOCTbh, CTEIIEHb TYPOyIH3aIiH
notoka u Ap.). Pe3ymbrar B3aumonencTBUs
YKa3aHHBIX CHJI MPEAONpEeNeNseT pa3TudHbIN
XapakTep JABUKEHUS YaCTHI[, YTO I103BOJISET
MPOM3BECTH WX pazdeneHue. MaTepuansl C
BBICOKOM MAarHUTHOM BOCHPHUMMYHMBOCTBIO IIpH
MarHUTHOM BO3JEUCTBUU OTIENSIOTCS OT HEMar-
HUTHBIX ¥ ¢J1a00 MAarHUTHBIX YaCTHII.

Jns  Toro 4YroOBl  pa3zeNnuTh  CMECh
MaTepUaioB, Pa3UYAIONIMXCS 10 MarHUTHBIM
CBOICTBaM, TOMKHBI OJHOBPEMEHHO COOIIOIATHCS
CICMyIOIUE YCIOBUS: a) MarHuTHas CHJIa,
NENCTBYIOIIAs Ha CHJIBHO MarHUTHBIE MaTepUAbI,
JIOJDKHAa OBITh paBHAa WM OOJIbIIE  PaBHO-
JNeHCTByOIEeH  BCEX  MEXaHWYeCKUX  CHII,
JIEHCTBYIOIIUX HA 3TH MUHEPAJBI B HAIIPABJICHUH,
MPOTUBOMOJI0KHOM MarHUTHOM cuiie; 0) MarHuTHas

cuia, JeHcCTByromas Ha c1ab0 MarHUTHBIE
MaTepuainbl, JOJKHAa OBITh MEHbBIE pPaBHO-
JIEUCTBYIOILIEH BCEX MEXaHUYECKUX CHIJI,

JEHCTBYIOIUX Ha 3T MuHepaisl [3; ¢. 400].
Pasnenenne Marepmana B MAarHUTHOM IIOJIE
O]l BIMSHUEM MarHUTHBIX U MEXaHUYECKUX CHJI
OCYIIECTBIISIETCSI B PEXKUME HW3BJICUCHHS MarHWT-
HBIX MaTepUaJIOB (HIDKHEE MUTaHKUE) UITH B PEKUME
UX ylepkuBaHus (BepxHee nuTanue). Cpenoi, B
KOTOpOMH OCYLIECTBIISAETCS paszeneHue
MaTepHaloB, MOXET ObITh BO3AyX Wi Boaa. B
COOTBETCTBUH C ATUM IPOLIECC HA3BIBACTCS MOKPOi
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WJIM CYXOM MarHMTHOM cenaparue.

Ha  MarmuTHyr0o  4gactuily  JEHCTBYIOT
clenyrolue cuibl (OTHECEHHBIE K 3€pHY Maccoii,
paBHOU €AUHULIE:

1) wmarHuTHas
NoBEpXHOCTH OapabaHa,

2) cuna TpeHHUs PYyIbl Ha IUIOCKOCTH frp
(MarHuTHBIE YacTULIBI TOJ Bo3aciicTBueM Fmarn
OTPBIBAIOTCS OT HAKJIOHHOM IJIOCKOCTH, MO3TOMY
it HuX f1,=0); 3) cuna unepuu Fir, Bo3HUKaromas
3a CYeT KPUBU3HBI MUTAKOUIETO JIOTKA. BimsHue

CcuJia, HOpMaJIbHasA K

HOCJIEIHEH  CHJIBI  Ha TpOIEecC  pas3JeleHHs
HE3HAYUTEIIFHO M €0 MOXHO IpeHeOpeyb.
O6o3HauuM: t1 - Bpems, 3a KOTOpPOE uYacTHIa

IpoiieT JUIMHY 30HbI NpUTSDKEHUs L; t2 - Bpems, 3a
KOTOpOE YacTHIa IMOJHUMETCS Ha BBICOTY 30HBI
nputsbkeHuss h. Ecnm  vactuma mnoctymaer B
pabouyto 30Hy ¢ HAa4aJIbHOM CKOPOCThIO Vo, myTh L,
KOTODBIi 3a Bpems t1 mpoiiaeT yactuna [4; c. 113].
OnHOBpEMEHHO MarHWTHas dYacTUIa JOJDKHA
[EPEeMECTUThCSI B HANpPaBICHMM K IIOJIOCY Ha
paccTosiHue.

Pexxum ynepxuBanus. B stom cimyuae pyna
MoJaeTcsi B BEPXHIOK 4YacTh OapabaHa U
nepeMelleHre ee yepe3 pabouyro 30Hy cenapaTopa
IIPOMCXOAUT MO KPUBOJIMHEWHOW Tpaekropuu. Ha
MarHuTHOE 3€pHO IPH pa3/eieHUU B BO3IYIIHOM
cpene NEeUCTBYIOT CIIEIYIONINE CUIbI (OTHECEHHBIE
K 3€pHY Maccoi, paBHOW eIMHUIIE):

1) wMarHWTHas cuiga, HOpMalbHas K
noBepxHocTH OapabaHa

Fuar=pOyxHgradH 1)

2) cuna TskectH fm=g, wuMeromas JBe
COCTABIISIIONINE: HOPMAIBHYIO K IOBEPXHOCTH
O6apabana fy=gcosa W KacaTelbHyl0 K OTOH
noBepxHocTH fy=gsin a,

3) ueHTpoOeXHas Cuia,
noBepxHocTu Oapadana F,=v2/R,

Heo6xonumas yienbpHas MarHUTHas CUIa ISt
yIEP)KUBAaHWsI MAarHUTHBIX MHHEpAJIOB, COJIep-
JKaHue KOTOpbIX B pyae an=0,3 £ 0,9,

Takum 00pa3oM, OCHOBHBIMHU
KAMH  CHJIaMH,  ONPEACISIOMUMH  YICIbHYIO
MarHUTHYIO CWJIy TIpU Cemapalud B PEKHMe
yIEpKUBAHUS, SIBISIOTCS LEHTpOOeXKHas cuia |
CHJIa TSDKECTH 3€pHA, MPHUYEM IPY 3HAYCHHSX yTIia
a ot 0 10 90° mocneaHssl yMEHbIIaeT He0OX0TUMYIO
MarHuTHyo cuiy [5; c. 404].

B 3aBucuMocTH OT HampaBleHHS Tepe-

HOpMaJibHasA K

MEXaHHUYEC-

MEIICHUsST TPOAYKTOB OTHOCHUTEIBHO APYT JIpyra
pa3IMyaroT CIEIyIOIINE PEKUMBI CEelapalyu:

OPSIMOTOYHBIM - TPOAYKTBHl  Cemapaiuu
JIBIDKYTCSI B TOM K€ HAIlPaBJICHUH, YTO U UCXOIHAS
pyla; TMPOTUBOTOYHBIM - MarHuTHas Qpaxius
JBUKETCSI B HAIPaBJIEHUHU, IPOTHUBOIIOJIOKHOM
HAIPABIICHUIO JBUKEHUS UCXOJHOU PY/IbL;

IOJIyIPOTUBOTOYHBIM - MCXOAHas pyna,
HampaBlisieMass Ha MarHuT, pasieisercs Ha
MarHUTHYIO u HEMarHUTHYIO bpakumy,
OTKJIOHSIIOILIUECS TOJT MPSIMBIMU YIJIaMU B pa3HbIE
CTOPOHBI.

VYcnoBus paziencHuss Mpu  NPSIMOTOYHOM
pexuMe He o0ecrnedyMBarOT IOJHOTO W3BJICUEHUS
MarHUTHBIX 3€PEH, IOCKOJIbKY CcIabOMarHUTHBIC
3epHa, MPUTATUBAEMbIE MArHUTOM C MEHbIIEH
CKOPOCTBIO, JIOJDKHBI TMPUTSATUBATBCI K  yKe
oOpa3oBaBIIEMYCSI Ha HEM CJIOK  CHJIBHO
MarHUTHBIX 3€PEH U B CBSI3U C 3TUM BO3pPACTacT

BEPOSTHOCTh WX OTpbIBA M TOMAJaHUA B
HEMarHUTHBIH TpoayKT [6; ¢. 132-140].
[IpoTuBOTOUHBIH  pexuM  oOecreyuBaeT

OoJsiee ONArONPHUSTHBIC YCIOBUS JIJIS M3BJICYCHUS
MarHUTHBIX 3€PEH, TaK KaK C1a00 MarHUTHBIC 3epHA
MOTYT TPUTATHBATHCS K TOBEPXHOCTH MAarHuTa,
CBOOOIHOMN OT CHIIPHO MarHUTHBIX 3€PCH.

[Ipy MOMYNPOTUBOTOYHOM PEXKUME HaIpPaB-
JIEHWE JBHMKEHHUS MCXOIHOrO IMMUTAHHUS COBIIAAET C
HAIPaBIEHUEM MAarHUTHBIX CHJI, IEHCTBYIOIIMX Ha
MarHMTHBIE YaCTHUIIBI, BCJEACTBHE ITOTO 00Jer-
YaeTCs MX U3BIICUCHHE.

HecmoTpss Ha KOHCTPYKTHBHBIE OTIUYHS
MarHUTHBIX CHCTeM H JApPYTUX y3JOB, BCE
CenapaTopkl ENSITCS Ha JBE TPYIIIIHL:

1) cemapatopsl co cnadbIM MAarHUTHBIM MTOJIEM
(HanpsKEeHHOCTh MarHUTHOro mois ot 70 go 120
KA/M u cuna nons ot 3105 mo 6105 KAZ/M3),
MpelHa3HaYeHHBbIC JUISI  BBIACIICHUS W3 PYI
CHUJIbHOMarHUTHBIX MUHEPAJIOB;

2) cenapaTtopbl ¢ CHJIBHBIM MarHUTHBIM
noJsieM (HampsKeHHOCTh MarHUTHOro mojst ot 800
1o 1600 kA/M u cuna noist ot 3°107 mo 1210107
KA?/M®), nIpeHa3HAYEHHbIE TS BBLICICHUS U3 Py
CTabOMarHUTHBIX MHHEpaIoB. Cemaparus MOXKeT
OCYIIECTBIISATHCS B BO3YIITHOM WIIM BOJTHOM cpesie U
MarHWTHBIE CelapaTtopsl, B CBOK  OdYepeb,
MOJIPA3/IENAIOTCS Ha CyXUe U MOKpBIE.

W3 nurepaTypHbIX AaHHBIX [7]. W3BeCTeH,
€roco0 MOKpPOT0 MarHUTHOro oOoraieHus cinabdo-
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MarHUTHBIX TOHKO BKpPAIUIEHHBIX JKE€JIE€30 COAEp-
JKallUX  pyd,  3aKIIOYAOLIEHCS ~ MarHUTHOM
rufpocenapanuu  U3MeJIbYeHHON UCXOIHOU pyabl
¢ /100aBIeHUEM CHWJIBHOMArHUTHBIX YaCTHIl 4Yepes3
LIEJIEBbIE MAarHUTHBIE CHUCTEMBI C IEPECECUEHHEM
YaCTUI[AMU MAarHUTHBIX CHJIOBBIX JIMHUW JJIst
MOJIMarHMYMBAHUA CIIA00OMAarHUTHBIX YaCTHUILL PYAbIL.
B u3menbyeHHON MCXOAHOW pyAe MOJAECPKUBAIOT
KOHLICHTPALMI0 CUJIIbHOMATHUTHBIX MarHETUTOBBIX
YaCcTHI, JOCTATOYHYIO Ui (DIOKKYJISIIMA UMHU
C1a0OMarHUTHBIX YaCTHII.

Jlns m3BiedeHMs xKeje3a U3 KeKa BbIIIesa-
YUBaHUS O000KEHHOTO0 MOJHOIEHOBOTO IMPOM-
OpOAYKTa  HCCIENOBaHA  MOKpas  MarHUTHas
cemapanus ¢ J00aBI€HHEM B HCXOJHYIO MpoOy
MarHeTUTOBBIX yacTull. [Iporecc MarHUTHOTO
pazziefeHuss BKIOYAeT MHOTOCTAIMMHYIO MarHut-
HYIO0 CeNapaluio Ipyu NepuoIUYECKOM yBEINYEHHE
noJist MarHuTHOM uuaykuuu ot 0,085 1o 0,11 Tecna
¢ no0aBlieHMEM  MAarHeTUTOBBIX  YacTHUI[ B
konuyectBe 0,5% K Macce Cyxoro marepuana
kiacca kpynHocTd -0,4+0,2MM 1 onm akpuiaamMuaa
KoHIeHTpanuu 1,0 r/T cyxoro matepuana.

VYcraHOBNEHBI, YTO KEKHM BBIIMIETAYMBAHUS
Onarogaps u3-3a 3HAUUTENBHOTO CO/IEPKAHUS B HUX
TUIPATUPOBAHHBIX OKCUIOB JKelle3a UMEIOT ciaado
MarHuTHbIE CBOMCTBA. BBICYIIIEHHBIN KEK ABISIETCS
MEJIKOJIMCIIEPCHBIM MaTepuajIoM, HMEIOLUM [0
95,0 % xpynHocTthto (pakuuu — 0,074 MM u ¢
yaensHEIM Becom 1,33 1/M. DT dusudeckue
XapaKTEPUCTUKU HCIOIb30BAHBl JUISI OTIEICHUS
JKeJle3a U3 COCTaBa KeKa BBIIEIaYuBaHUs METOJI0M
MarHUTHOTO cenaparus.

Pe3yabTaThl M 00Cy:KIeHHE. DKCIIEPUMEHTHI
MOKpPOl MAarHMTHOM cemapaluy KeKa BbIllesa-
YUBaHUS  NPOBOJWINCH  Ha  J1a0OpaTOpPHOM
MarHMUTHOM Cenaparope, B CIEAYIOIIEH MOoCIeno-
BaTEIBLHOCTH : W3 MYJbIBI Keka coctaBa (B %):
32,8-Mo; 1,2-Cu; 0,03-Re; 9,5-Fe; 4,3-SiO; 2,58-
CaO; crnenst As, P, Sh. 13 keka ¢uabTparuei
OT/IEJIEH PACTBOP; KEK MPOMBLIN BOJIOM, OCTaTOYHAs
BIQXHOCTh Keka coctaBuin 42,0%; wmartepuany
nobasiieHa 1o cyxomy Becy Becy 0,8% maraerura u
1.2 r/T monuakpuiaMua; U3 TOJYYEHHOH CMECH
MPUTOTOBIIEHA MyJbIa B cooTHomeHue T:0K=1:1,
MPUTOTOBJICHHAs CMECh MOJaBajCsi K MarHUTHOMN
cemapalid B HENPEPBIBHOM  PEXHME  C
npousBoauTenbHocThio 2,0; 4,0; 6,0 auTpoB B
MUHYTY, TIPU 3TOM HANpPsHKEHHOCTbh MAarHUTHOTO

nosist coctapisuio 1600 -17000 spcren.
Tabnumna 1.
Pe3ynomamul 3KcnepumeHmoe MoKpoi
MAZHUMHOU cenapayuu Kexka

po6ar HaunmeHnoBanue Fe, Cu, Mo, | VYaenpHblit
P MPOAYKTa % % % Bec, T/M°

1. M cX0oaHbII KeK 9,5 1,2 4.8 1,33

2. Marsuiaz 269 | 005 | 02 1,24
dpakiust

3 OrmarHuueHHast 18 24 52 141
dpaxuust

5,2
Tean N

18
0,2
MaruuTHan 0,0 26,9
dpakuma
4.8
McxoaHbii

12
P 9.5

0 5 10 15 20

KoHuenTpauwsa, %

Mo, % MFe, % Cu, %

Crenenu cenaparum, %
NW S U Q ~ 0
(=] o (=) o o o o

-
=]

o

o

5 10 15 20 25
HaﬂpHH{eHHOCTB MArHHTHOTO II0JIA, TBIC. 3PCTe]

Puc.1. 3asucumocms cmenenu cenepayuu om
HANPAHCEHHOCMU MACHUMHO020 NOJiA.

B pe3ynprare OSKCIEPUMEHTOB IOIy4YEHA
OTMarHu4eHHas (Qpakuus (KOHIEHTpaT) coAaep-
Kaun 1o 26,6% sxenesa. [lomyueHHbIN xKene3HbIN
KOHIEHTPAT TITyOOKHUM OTCTOEM IO/ BO3JIEHCTBUEM
ITAB —monuakpunamuaa OTAENIWICS W3 pacTBOpa
(bunpTparueit, OCBETICHHBIN PaCTBOP HAIIPABIISIICS
Ha  mepepabOTKy s W3BJICUEHUS  MEIH.
Hemaruutnas ¢paxuus (xBoctu) coaepxut B (%):
5,2-Mo; 2,4-Cu; 0,011-Re; 0,4-W.

Ha marauThyto cenapanuto nogarot 300 M B
MUHYTY Iynbha keka npu T:OK=1:2. 13 1000,0 rp.
keka rnonydeH 30 rp. OTMarHM4YEHHBIM IPOIYKT,
octanpHOe M 70 Ip. mepenuio B KEK B XBOCTOBOM
nynbne 200 mir.

B pe3ynbrare SKCIEPUMEHTOB IOIy4YEHA
OTMarHu4eHHas (Qpakuus (KOHIIEHTpAT) coAaep-
Kawui 10 26,6 % xene3o. [lonydyeHHbI xKene3HbIi
KOHIIEHTPAT ITyOOKUM OTCTOEM M0/ BO3ACHCTBUEM
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ITAB — nonumakpwiaMuja OTACIWICS U3 pacTBopa,
OCBETJICHHBIN pactBop HaIpaBJIsLICs Ha
nepepaboTKy A7l U3BJICUESHUS METH.
Tabnuna 2.
Mamepuanvnuulit 6ananc MOKpoi MazHUMHOU
cenapayuu Kexka

IIpuxox Pacxox
CraTbs mpuxojia Konuuecto Cratbs pacxona | KomuuectBo

3000 mi OTMarHuyeHHas 1000 mn

Kexk 300rp.
BBIIIIEJIAYNBAHUS TIpORyKIUL 2000 Mt

1000 rp 700 rp

XBocT

Hroro 3000 mit 3000 mi
1000 rp 1000 rp.

Hemarnutnas ¢pakuust (XBOCTH) COACPKUT B
(%): 5,2 Mo; 2,4 Cu; 0,011Re; 0,4W IlomyueHHblit
KeK II0CJ€ MarHUTHOM  cemapainvu  UMeEeT
YCpeIHEHHBIH XUMHUYecKuii coctaB (B %): Mo-
33,98; Cu-2,51; Si0O»-21.05; Fe-,73; WOs3-1e00.,
P-0,012; As-0,015; Re-0,011; MoS»- 0,63; Au-29,4
r/T; Ag-69,31r/T u kpynHocTh 91,0% He Gonee 0,08
MM.

3akiouenue. [IpoBenénnbie HccIeI0BaHUS
MOKa3aju, 4YTO TBEPAbIE OTXOJbI (KEKH) COJIOBOTO
BBIIICITAYMBAHUS  O0O0XOKEHHOTO MOJUOICHOBOTO
MPOMITPOJYKTa TMPEACTABIAIOT COOOW MepCreK-
THBHOE BTOPHUYHOE CBHIPHE, COJEpIKAIIee >KeJe30,
Melb, peHui u OnaropomHble MeTaabl. Ormpe-
JIEJICHO, YTO OCHOBHBIMU MUHEPAIbHBIMU (DOpMaMu

B KEKE SIBJISIOTCS THAPOKCHUIIBI U OKCHIBI XKee3a,
MOJIMOAATHI, a TaKXKe OCTATOYHBIC CYIb(QUIHBIE
COCIMHCHUS. Y CTaHOBJICHHBIC (U3MKO-XHUMHYEC-
KHE CBOHCTBA — MEJIKOJIUCIEPCHOCTh, Cladbie
MarHuTHBIE XapaKTEPUCTHUKU W YICIbHBIM Bec
okoio 1,33 /M — MO3BOJWIM PUMEHUTH METOJ
MOKpPOH MAarHUTHON cemapanuu Uisl pa3leicHus
KOMIIOHCHTOB.

PazpaboTanHas TeXHOJIOTHS MOKPO MarHuT-
HOW cemapanuu ¢ J00aBJICHHEM MarHEeTUTOBBIX
yactun (0,5-0,8 %) u nomuakpunamuaa (1,0 r/t)
obecreunBacT MOJIy9IeHUE )KEJIE3HOTO KOHIICHTpaTa
¢ conepxkanueMm Fe no 26,6 % 1 01HOBpEMEHHBIM
CHI)KCHHEM COJCpXaHWS MEAH ¥ MOJUOJICHA.
HemarnutHas ¢pakmus oOoramaeTcss Meapio (110
2,4 %) u mommbaeHoM (10 5,2 %) U MOXKET OBITH
HampaBlieHa Ha  JajbHEHIIyl0  TUApOMETan-
JYprudyecKyo  mepepaboTKy s  M3BJICUEHUS
LIEHHBIX METAJIOB.

TakuMm 00pa3zom, NpeIoKEHHbIH KOMILIEKC-
HbIE  moaxon — obOecrmeunBaeT 3G (HEKTUBHOE
W3BJICUCHHUE JKeJIe3a W MW, CIocOoOCTBYET
BOBJICYCHUIO OTXOJIOB B ITOBTOPHBIM TEXHOJIOTH-
YeCKUH IHMKJII ¥ TOBBIIIACT AKOJOTHUECKYIO |
HSKOHOMUYECKYIO J(PGPEKTUBHOCTh MEPEepadOTKH
MOJIMOICHCOIePIKAIIUX MPOMBITIICHHBIX OTXO/IOB.

CIIMCOK UCITOJb30BAHHOMN JUTEPATYPBI

[1] Cuoumpun, 3. K., By6nos, B. K., Jlackopun, b. H., Bomonasos, JI. H., Auapees, U. 10., IOraii, A. B.,
Koszun, O. M., & Croupun, K. 2. (1992). Ob1ue cBoiicTBa HOHOOOMEHHBIX MaTepuaioB. AKMOa:
W3 narenscko-nonurpaduueckoe npeanpusitue «XKauna /1" Apk».

[2]

Tolibov, B. I., Hasanov, A. S., & Pirnazarov, F. G. (2019, November 27-28). Molybdenum

containing products processing in conditions of SPA RM&RA AMMC. In Proceedings of the

International Conference on Integrated

Innovative Development of Zarafshan Region:

Achievements, Challenges and Prospects (pp. 139-143). Navoi.

[3]

AsnoxuH, B. M. (2006). OcHoBbl oborameHus mone3Hbix uckomnaeMbix (T. 1: OborarurenbHbIE

npoueccel). Mocksa: M3aarenbcTBoO MOCKOBCKOTO rocyJapCTBEHHOTO TOPHOTO YHUBEPCHUTETA.

[4]
[5]
[6]
[7]

Mocksa: Hengpa.
nporiecchl). MockBa: ['opHas kHura.

(T. 3). Mocksa: MUCuC.

Kapmasun, B. 1., & Kapmasun, B. B. (1984). MaruutHsie 1 3JI€KTpHYECKUE METOIbI 00OTall[eHHUS.
AsnoxuH, B. M. (2008). OcHoBbI oborameHus moie3Hbix uckomnaeMbix (T. 2: OborarutenbHbIe
Koposumn, C. C., bykun, B. U., & ®enepos, I1. U. u np. (2003). Penxue u paccessHHbIE IT€MEHTHI

Baronun, H. A., Xanesos, b. JI., Xapun, E. U., & 3enenun, E. A. (2010). Cocrosiaue u

NEPCHEKTUBBl HM3BJICUCHHUS PEHUS M3 MOJMOJEHOBBIX KOHLEHTPATOB M IPOMIPOAYKTOB. B
@dyHaameHTanbHble U pukiagaeie npodnemsl Hayku (T. 2, cc. 132—-140). Mocksa: PAH.

KON-METALLURGIYA VA ISHLAB CHIQARISH SANOATI

www.srt-journal.uz

I'OPHOJOBBIBAIOIIAS METAJIJIYPT'USA U OBPABATBIBAIOIIASA TIPOMBIIIVIEHHOCTbD
MINING METALLURGY AND MANUFACTURING INDUSTRY 6


http://www.srt-journal.uz/

