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MATERIALLARNI PAYVANDLASH JARAYONIDA OLDINDAN QIZDIRISH
(PREHEAT) VA PAYVANDDAN KEYINGI ISSIQLIK BILAN ISHLOV
(PWHT) BERISH USULLARINING ILMIY ASOSLARI VA AMALIY
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Annotatsiya. Materiallarni payvandlash jarayonida oldindan gizdirish (preheat) va payvanddan keyingi
issiglik bilan ishlov berish (PWHT — Post Weld Heat Treatment) texnologiyalarining ilmiy asoslari
hamda amaliy ahamiyati tahlil gilingan. Oldindan gizdirish jarayonining asosiy vazifasi — issiglik
ta’siridagi zonada nojo ‘ya strukturalarning hosil bo ‘lishini cheklash, vodorod yoriglarining oldini olish
va termik stresslarni kamaytirishdan iboratligi asoslab berilgan. Payvanddan keyingi issiglik bilan
ishlov berish esa payvand chokida yuzaga keladigan ichki kuchlanishlarni bartaraf etish,
mikrostrukturani bargarorlashtirish va mexanik xossalarni yaxshilashga xizmat qilishi ko ‘rsatib
o ‘tilgan. Tadgiqot natijalari shuni ko ‘rsatadiki, mazkur usullarni ilmiy asoslangan holda qo ‘llash
natijasida payvand birikmalarining mustahkamligi va xizmat muddati sezilarli darajada oshadi.
Shuningdek, energetika, neft-gaz, mashinasozlik va boshqa sanoat sohalarida bu usullarni go ‘llashning
amaliy samaradorligi yoritilgan.

Kalit so‘zlar: payvandlash, preheat, PWHT, issiqlik ta’siridagi zona, mikrostrukturaviy barqarorlik,
mexanik xossalar.
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Annomayua. Hayuno npoaHanu3upo8aHvl OCHOBbL U NPAKMUYECKOE 3HAYEHUEe MexXHOI02Ull
npeosapumenvHo20 noooepesa (preheat) u mepmoodbpabomru nocie ceapku (PWHT — Post Weld Heat
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Treatment) npu ceapke mamepuanos. OcHo6Has 3a0aua npoyecca npeodsapumenbHo20 nooozpesa
3aKAI0UAEMCA 8 02PAHUYEHUU 00PA3068AHUSL HENHCENAMENbHIX CIPYKIMYD 8 30He MePMU1ecK020 GIUAHUS,
npedomepaujeHuu 6000POOHbBIX MPEUJUH U CHUNCEHUU mepMudeckux Hanpsaxcenui. Tepmooopabomxa
nocie ceapKu HAnpasieHa Ha YCmpaHeHnue 6HYMpPeHHUX HANPANCEHUN, GO3HUKAIOUWUX 6 C8APHOM uige,
CMAOUNU3AYUIO MUKDOCIMPYKMYPLL U VIVYUIEHUEe MeXaHudeckux ceouicms. Pe3zynbmamul uccieoosanus
NOKA3bI8AIOM, YMO HAYYHO OOOCHOBAHHOE NPUMEHEHUe dMUX Memoo08 CYUWeCmE8EeHHO NOo8bluLaem
NPOYHOCMb C8APHBIX COEOUHEHUUl U CPOK ux cuyicovl. Kpome moeo, oceewena npaxkmuyeckast
agppexmusnocmsb npuMeHeHUs OAHHBIX Memo008 8 SHepeemuKe, Heghme2azo80ll, MAUUHOCMPOUMENbHOU
U Opy2ux ompaciax npoOMbIUUIEeHHOCTU.

Knrwueevie cnosa: Ceapka, npedsapumenvhbili n000zpes, mMepmooopabomka nocie c8apKu, 30HA
mepmuieckozo enusanus (3TB), mukpocmpykmypHas cmabuibHOCmMyb, MexanuyecKue c8olcmaa.
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Abstract. The scientific principles and practical significance of preheating (preheat) and post-weld heat
treatment (PWHT — Post Weld Heat Treatment) technologies in the welding of materials have been
analyzed. The primary purpose of the preheating process is to limit the formation of undesirable
structures in the heat-affected zone, prevent hydrogen-induced cracking, and reduce thermal stresses.
Post-weld heat treatment serves to relieve internal stresses in the weld, stabilize the microstructure, and
improve mechanical properties. The research results indicate that the scientifically grounded application
of these methods significantly enhances the strength and service life of welded joints. In addition, the
practical effectiveness of these methods in the energy, oil and gas, mechanical engineering, and other
industrial sectors has been highlighted.

Keywords: welding, preheating, post-weld heat treatment (PWHT), heat-affected zone (HAZ),
microstructural stability, mechanical properties.

Kirish. Payvandlash texnologiyalari | pasaytirish, issiglik ta’sirida bo‘lgan zonada (ITZ)

sanoatning barcha sohalarida, xususan, neft-gaz,
energetika, mashinasozlik va kimyo sanoatlarida
keng qo‘llaniladi. Yuqori bosim ostida ishlaydigan
idishlar, quvurlar va issiglik almashinish qurilmalari
uchun ishlatiladigan turli xildagi materiallarni
birlashtirishda sifatli va ishonchli chok hosil gilish
eng muhim talabdir. Shu boisdan payvandlash
jarayonida oldindan qizdirish  (preheat) va
payvanddan keyingi issiglik bilan ishlov berish
(PWHT - Post Weld Heat Treatment)
texnologiyalarini qo‘llash alohida ahamiyat kasb
etadi.

Payvandlash jarayonida oldindan
gizdirishning asosiy vazifasi — sovish tezligini

nojo‘ya fazalarning hosil bo‘lishini cheklash hamda
sovuq Yyoriglar (hydrogen cracking) xavfini
kamaytirishdir.

Oldindan gizdirish natijasida vodorodning
diffuziyasi tezlashib, payvand chizig‘ida vodorod
to‘planishi kamayadi.

Austenitdan  martensitga  o‘tish  tezligi
sekinlashadi va bu esa gattiq, mo‘rt strukturalarning
hosil bo‘lishini oldini oladi.

Termal stresslar bir tekisda tagsimlanadi,
natijada yoriglanish ehtimoli keskin kamayadi.

IImiy jihatdan, preheat harorati materialning
uglerod ekvivalenti (CE), galinligi, kimyoviy tarkibi
hamda ishlash sharoitlariga bog‘liq holda
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aniglanadi.

Issiglik  bilan ishlov  berish ishlarini
boshlashdan oldin barcha yuzalar tozalanishi va past
erish haroratiga ega bo‘lgan ifloslantiruvchi
moddalar (masalan, oltingugurt, fosfor, qo‘rg‘oshin
va boshgalar)dan holi bo‘lishi kerak.

Payvand birikmasi mabhalliy qizdirilishi
shunday amalga oshirilishi kerakki, butun zona
(lenta) bir tekisda belgilangan haroratgacha
gizdirilsin  va elektr qarshilik usuli orqali
ko‘rsatilgan vaqt davomida ushlab turilsin.

Adabiyotlar tahlili va metodlar. Kam
gotishmali po‘lat asosiy materiallari, jumladan
ishlab chigarish payvand choklari, quyidagi
holatlarda yetkazib berilishi kerak: normali-
zatsiyalangan, normalizatsiyalangan va temper-
langan, tezlashtirilgan sovitish va temperlangan
yoki qizdirilib so‘ndirilgan va temperlangan.
Temperlash PWHT (payvanddan keyingi issiglik
bilan ishlov berish) uchun belgilangan harorat
diapazonining yuqori chegarasidan kamida 10 °C
yugori haroratda bajarilishi shart. Bundan tashqari,
issiglik almashinish quvurlari tavlanish (annealed)
holatida yetkazib berilishi mumkin. Muqobil
issiglik bilan ishlov berish usullari Buyurtmachi
(Owner) ko‘rib chiqishi va tasdiglashi uchun tagdim
etilishi lozim.

321/321H va 347/347H zanglamaydigan
po‘lat komponentlari, shu jumladan ishlab chiqarish
payvand choklari, 1040 °C dan oshmagan haroratda
eritma bilan ishlov berilishi (solution heat
treatment) va 910°C+10°C da 4 soat davomida
termik bargarorlashtirish (thermal stabilization)
qgilinishi shart.

Kommunal xizmatlar (masalan: havo, azot,
sovitish suvi va h.k.) uchun mo‘ljallangan trubali
mahsulotlar  bundan  mustasno,  300-seriyali
zanglamaydigan po‘latdan tayyorlangan, avtomatik
payvandlash va chizigli induksion gizdirish orgali
ishlab chigarilgan autogen payvandlangan trubali
mahsulotlar gayta eritma bilan tavlanishi (re-
solution annealed) shart. Bu jarayon material
spetsifikatsiyasida ko‘rsatilgan minimal haroratda,
karbidlarning gqayta erishini ta’minlash uchun
yetarli vagt davomida amalga oshirilishi va ularning
gayta cho‘kishini oldini olish uchun tezkor sovitish
bilan yakunlanishi lozim.

Duplex po‘lat asosiy materiallari, shu
jumladan ishlab chigarish payvand choklari, barcha

ishlab chigarish, issiq ishlov berish yoki shakl
berish amaliyotlaridan so‘ng eritma bilan tavlanishi
(solution annealed) shart. Material tarkibida
intermetallik fazalar deyarli bo‘lmasligi kerak
(ya’ni 1% dan kam).

Qoplamali listlar (clad plate) va zarb gilingan
gismlar qoplama jarayonidan so‘ng issiqlik bilan
ishlov berilishi kerak. Issiglik bilan ishlov berish
asosiy materialning xossalarini tiklashi, lekin
goplama materialining korroziyaga chidamliligini
buzmasligi zarur. Agar sovuq tekislash (cold
flattening) talab gilinsa, bu ish issiglik bilan ishlov
berishdan keyin amalga oshirilishi lozim, bundan
boshgacha kelishuv buyurtmachi bilan bo‘lmagan
taqdirda.

Qizdirish  zonasining minimal  kengligi
payvand chokining har ikki tomonida 6t yoki 150
mm bo‘lishi kerak (qaysi biri kattaroq bo‘lsa, o‘sha
giymat olinadi). Issiglik izolyatsiyasi esa gizdirish
zonasining chetidan kamida 250 mm uzogqga
cho‘zilishi lozim.

Payvand choki
Isitish panel

1-rasm. Isitish kengligi va nazorat (tekshiruv)
kengligi bo ‘yicha minimal talablar.

Flanets payvand choklari uchun flanetsning
butun yuzasi — ichki va tashqgi tomonlari —
izolyatsiya gilinishi shart. Amaliy jihatdan imkon
qadar, qizdirish zonasiga to‘g‘ri keluvchi ichki sirt
ham izolyatsiya qilinishi kerak. Agar bu imkonsiz
bo‘lsa, uchlari havo oqimini to‘sish va konveksiya
ogimlarini kamaytirish uchun mahkam yopilishi
lozim. Shuningdek, imkon qadar quvurlarning
uchlari ham ichki havo ogimlarining oldini olish
magsadida muhrlanishi kerak.

Barcha ishlov berilgan sirtlar, masalan, flanets
yuzalari, rezbali bolt teshiklari, rezbalar va
hokazolar, issiglik bilan ishlov jarayonida
oksidlanishdan himoya qilinishi kerak. Buning
uchun deoksaluminat yoki zaruratga garab boshga
mos material bilan goplash talab etiladi.

Qizdirish va sovitish tezliklari soatiga kamida

GEOLOGIYA VA NEFT-GAZ SANOATI
T'EOJIOI'UA U HEOTET'A30BASI IPOMBIIIVIEHHOCTbD
GEOLOGY AND OIL-GAS INDUSTRY

www.srt-journal.uz

3


http://www.srt-journal.uz/

SANOATDA RAQAMLI TEXNOLOGIYALAR

OUPPOBBIE TEXHOJIOI'MA B ITPOMBIIIVIEHHOCTH

DIGITAL TECHNOLOGIES IN INDUSTRY

(E) ISSN: 3030-3214
Volume 3, Ne 4
2025

50°C dan kam bo‘lmasligi kerak. 315°C dan yuqori
haroratlarda gizdirish tezligi quyidagidan oshmas-
ligi shart: 5600°C/maksimal qalinlik (mm) lekin
hech gachon soatiga 222°C dan yuqori bo‘Imasligi
kerak.

Ushlab turish (holding) davrida maksimal
harorat belgilangan minimal ushlab turish harora-
tidan 50°C dan ortiq bo‘lmasligi shart.

Sovitish  tezligi quyidagidan oshmasligi
kerak: 6875°C/maksimal galinlik (mm) lekin hech
gachon soatiga 270°C dan yuqori bo‘lmasligi kerak.

Termoparalarni  joylashtirish  tartibi:
Aylana (circumferensial) uskuna payvand choklari
uchun — to‘rt dona termopara (thermocouple)
payvand chokining namlanish (soaking) zonasida,
agar ichki yuzaga kirish mumkin bo‘lsa, ichki va
tashqi yuzalar bo‘ylab teng masofada joylashtirilishi
kerak.

Nozul-gobiq (nozzle-to-shell) birikmalari
uchun — bitta termopara nozul devorining eng galin
gismiga, bitta termopara nozul-gobiq payvand
chokiga (ichki tomondan, agar kirish mumkin
bo‘lsa) va tashqi yuzasiga o‘rnatilishi kerak. Har xil
galinlikdagi gismlardan tashkil topgan elementlar
uchun esa — bittasi eng galin gismga, bittasi eng
yupga gismga va bittasi galinlik o‘tish (transition)
gismiga joylashtirilishi lozim.

Termopara joylashuvi payvand chokining
markazida bo‘lishi kerak.

Quvur diametri NPS4 ga teng yoki kichik,
lekin NPS2 dan katta bo‘lsa - bitta termopara soat
12 holatida (yuqgori gismida) joylashtiriladi.

Quvur diametri NPS12 ga teng yoki Kichik,
lekin NPS4 dan katta bo‘lsa - bitta termopara soat
12 holatida (yuqgori tomonda) va bitta soat 6 holatida
(pastki tomonda) joylashtiriladi.

Quvur diametri NPS12 dan katta bo‘lsa - to‘rt
ta termopara aylana bo‘ylab teng masofada
joylashtiriladi.

Quvur diametri 1 dyuymga teng yoki undan
kichik bo‘lsa (buralma — elbow va tarmoq — Tee
gismlarida) - bitta termopara soat 12 holatida
(yugori gismida) joylashtiriladi.

Harorat nazorati termoparalar yordamida
amalga oshirilishi va harorat doimiy ravishda
harorat yozuv jadvaliga qayd etib borilishi kerak.

Oldindan qizdirish (Preheat) bo‘yicha
talablar:

Preheat istalgan mos usulda amalga oshirilishi

mumkin. Agar yoqilg‘i gazi yoki moy ishlatilsa, ular
oltingugurtsiz ~ bo‘lishi  shart.  Yoqilg‘i/havo
aralashmasi neytral alangani hosil qilishi va
payvand joyida hech ganday uglerod qoldirmasligi
kerak;

1-jadval
Oldindan qizdirish va qatlamlar oralig ‘idagi
haroratlar
Payvand Minimal .
joyidagi oldindan Ma:(s'n;'al
P-No. Material turi nominal gizdirish gatlamlar
qalinlik harorati oralig‘idagi
(mm) ©0) harorat (°C)
t<13 10 300
. 13<t<25 75 300
1 Uglerodli po‘lat
25<t<50 100 300
t>50 150 300
t<13 10 300
13<t<25 75 300
Uglerod-0.5Mo
3 25<t<50 100 300
t>50 150 300
Mn-Mo, Ni-Mo Hammasi 150 300
t<13 125 300
1Cr-0.5Mo,
4 1.95Cr-0.5Mo 13<t<25 150 300
t>25 175 350
5A 2.25Cr-1Mo,
' Ni-Cr-Mo,
11A&B _ t<13 150 300
Mn-Mo-Ni 13<t<25 175 350
5Cr-0.5Mo t>25 200 850
5B 9Cr-1Mo
9Cr-1Mo-Nb-V Hammasi 200 350
Enhanced t<13 150 300
2.25Cr-1Mo,
5C 13<t<25 175 350
3Cr-1Mo-V,
2.25Cr-1Mo-V, t>25 200 350
400 seriyali Kod
6&7 zanglamaydigan Hammasi bo“yicha
po‘lat y
300 seriyali
8 zanglamaydigan Hammasi 10 200
po‘lat
T <509 10 200
10H Duplex steel
t>50 100 200
34-35 Cu-base alloys Hammasi 10 200
41-45 Ni-base alloys Hammasi 10 200

Agar payvand tayyorlangan joyning nominal
qalinligi 50 mm yoki undan kam bo‘lsa, preheat
harorati payvand tayyorlash chetidan 4t yoki 50 mm
(qaysi biri kichik bo‘lsa) masofagacha saqlanishi
kerak;

Agar payvand tayyorlangan joyning nominal
qalinligi 50 mm dan katta bo‘lsa, preheat harorati
payvand tayyorlash chetidan 75 mm masofagacha
saglanishi kerak;
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Izolyatsiyali isitgich

Taxminan 50 mm 1

Quvur

2-rasm. Oldinda'n gizdirish (Preheating)
uskunasining sxemasi.

Pavvand Ushlab turish harorati UShl“_b turish
j()\l‘i(l'lgi 0 haroratidagi vaqt
P-No. Material turi nominal (daquqalarda)
qalinlik
Quvurlar /
(mm) Uskuna Trubalar Har mm Minimal
1 Uglerodli po‘lat Kod bo“yicha 593-640 593-640 25 60
3 C-05Mo. Mn-Mo. |y 4 boryicha | 620-650 620650 25 50
Ni-Mo
1Cr-0.5Mo. .
E - - 25
4 1.25C-0.5Mo Hammasi 680-710 704-730 5 60
5A 225Cr-1Mo Hammasi 690-720 704-730 25 120
3Cr0.5Mo. 5Cr- Hammasi 704-730 704-730 25 120
1Mo
5B
9Cr-1Mo-Nb-V Hammasi 730-760 730-760 25 120
Eanhanced 2.25Cr-
Mo Hammasi 690-720 704-760 25 120
5C 3Cr-1Mo-V
2.25Cr-1Mo-V Hammasi 700-730 704-760 25 120
400 sertyali Kod
6&7 | zanglamaydigan | Kodbo'yicha e N/A 25 650
N = bo‘yicha
po‘lat
8 ;j.?ggi::if:hsm Kod bo“yicha Kod Kod Kod Kod
p:)‘l'l; yaiga ¥ bo‘yicha bo‘yicha bo‘yicha ‘bo“yicha
9A & 9B | Ni-alloy steels Kod bo yicha 593-620 593-620 25 60
Ni-Cr-Mo, Mn- . Kod
E /2 25
11A&B Mo-Ni Hammasi boyicha N/A 60
c . Kod
45 800/800H/800HT Hammasi 885 min. 885 min. o 90
boyicha

Preheat harorati fagatgina yetarli vaqt o‘tgach
(har 25 mm qalinlikka 2 dagiga asosida) issiglik
tenglashishi uchun o‘lchanishi kerak, yoki muqobil
ravishda preheat qo‘llanilgan joyning qarama-
qarshi tomonida o‘lchash mumkin;

300-seriyali zanglamaydigan po‘latlar, duplex
po‘latlar va Ni asosidagi qotishmalarda ishlati-
ladigan harorat ko‘rsatuvchi bo‘yoq qalamchalari
zararli qo‘shimchalardan (masalan, oltingugurt,
galogenlar) xoli bo‘lishi kerak;

Agar zarur bo‘lgan preheat harorati 150°C
yoki undan yuqori bo‘lsa, unda metall harorati
payvand tugaguniga gadar preheat haroratida ushlab

turilishi kerak.

Uskuna va quvurlar spoolari uchun yopigq
pechdagi PWHT eng ma’qul usul hisoblanadi.
Mahalliy yopuvchi payvandlar uchun esa elektr
garshilikli isitish, induksiya isitish yoki muffle
pechdagi PWHT go‘llanilishi mumkin.

Agar quvurlar diametri NPS2 dan Kkichik
bo‘lsa va seal yoki socket payvandlarda yuqoridagi
usullar amaliy bo‘lmasa, PWHT mabhalliy isitish
orgali amalga oshirilishi  mumkin, bunda:
“Yumshoq” gaz olovi ishlatiladi,olov doimiy
harakatda bo‘lishi kerak, hech bir gism maksimal
PWHT haroratidan oshmasligi lozim.

Tadgiqot natijalari va ularning
muhokamasi. Tadgigot A335-P11 po‘lat materiali
va 15,09 mm nominal galinlikdagi metalda olib
borildi. Oldindan gizdirish (preheat) harorati 150°C,
qatlamlar oralig‘idagi maksimal harorat esa 285°C
sifatida belgilandi. Isitish jarayoni 218°C/mm
tezlikda amalga oshirildi. Payvand chokining
issiglik bilan ishlov berish (PWHT) jarayonida
ushlab turish harorati 720°C, va ushbu haroratda
ushlab turish vaqgti 120 dagiga etib belgilandi.
Sovitish tezligi esa 270°C/mm ga teng bo‘ldi.

Payvand choki va metallning qattiglik
natijalari quyidagicha aniglandi:

— Payvand chokida: 178 HB;

— Issiqlik tasiri zonasi (HAZ): 168 HB;

— Asosiy metal: 162 HB.

Ushlab turish vaqti - 2 soat
Ushlab turish harorati - 720°C

Isitish digi - 218 °C
Sovitish tezligi - 270°C /sm o0 Sl -

|

3-rasm. Payvanddan keyingi issiglik bilan ishlov
berish hisoboti.

Bu natijalar payvand chokida PWHT samarali
bajarilganligini ko‘rsatadi, chunki payvand choki-
ning gattigligi asosiy metalga nisbatan bir oz
yuqoriroq bo‘lib, u PWHT orgali ichki kuch-
lanishlar va mikrostrukturadagi nomutanosib-
liklarni kamaytirganini bildiradi. Issiglik tasiri
zonasidagi qattiglikning asosiy metalga yaqinligi
(168 HB) esa temperleme jarayonining metallning
mexanik xossalarini saglab golganini tasdiglaydi.
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Shuningdek, payvand choki sifatini baholash uchun
radiografik tekshiruv (RT) o‘tkazildi. Tekshiruv
natijalari gabul qilindi, bu esa payvandning ichki
nugsonsizligini va sifatli birikishini tasdiglaydi.
Tadgigot natijalari shuni ko‘rsatadiki, belgilangan
oldindan qizdirish va PWHT shartlari A335-P11
po‘lat materialida 15,09 mm qalinlikda payvand
choki sifatini ta’minlash uchun yetarli bo‘ldi.

dan gizdirish va payvanddan keyingi issiglik bilan
ishlov  berish texnologiyalari ilmiy jihatdan
asoslangan holda go‘llanilishi kerak. Bu usullar
payvand birikmasining sifatini yaxshilaydi, ichki
kuchlanishlarni  kamaytiradi va konstruktsiya-
larning xavfsiz ishlashini ta’minlaydi. Shu bois,
sanoat miqyosida ushbu usullarni me’yoriy hujjatlar
asosida go‘llash muhim amaliy ahamiyat kasb etadi.

Xulosa. Materiallarni payvandlashda oldin-
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